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WEST VIRGINIA DEPARTMENT OF TRANSPORTATION DIVISION OF HIGHWAYS
CONTRACT ADMINISTRATION DIVISION MATERIALS PROCEDURE

BASIS FOR CHARGES FOR NON-SUBMITTAL
OF SAMLING AND TESTING DOCUMENTATION IN A TIMELY MANNERTESTING, NON-SAMPLING OR ADDITIONAL ACCEPTANCE TESTING


PURPOSE
To provide	a unit cost per test to be assessed the Contractor when testing is not submittedperformed by the contractor by the contractor  or additional acceptance testing is performed  Division. in a timely manner.  Documentation not submitted, limited to those tests listed in Table 1 of this procedure. 

SCOPE
This procedure is applicable to those circumstances where a construction item by specifications and MP’s is not properly tested or the documentation is not submitted in a timely manner of seven (7) days for compaction, fourteen days (14) for gradations and thirty five days (35) for concrete cylinder breaks.necessity is sampled and/or tested for final acceptance by the Division in excess of what would be considered normal for that item, and is intended to reflect Division costs only. The cost of failing to sample a material that is the contractor’s responsibility will be assessed in accordance with Table 9-1. There is no reference in this procedure that charges by private firms offering the same tests are the same or comparable.

GENERAL
As stated in Section 106.3.1.2 of the Standard Specifications, it is the intent of the specifications that lots and sublots of materials, products, items of construction or completed construction meet testing specification requirements at the time of submission. In this case submission refers to the time when the contractor has completed the work and offers the finished ‘product’ to the Division for final acceptance testing.

In the case where no test was ran or no documentation was submitted for material placed according to the required quality control per specifications the price will be assessed in accordance with table 1 and will include the cost of the material placed that the documentation was to represent if the material was left in place.	Comment by Whitmore, Ted J: Possibly this has already been discussed, but it would seem this wouldn’t be a desirable situation. 2.1 says the costs are intended only to reflect the division’s costs, but in this situation would the doh be justified in making the charges somewhat punitive, such as a adding a % to each, to discourage the contractor from not having the testing done? If the contractor determines having the testing done is more expensive than paying the costs in the table, what keeps them from just skipping the testing? 	Comment by Chapman, Kelly A: This has been revised to direct the cost directly to the contractor.  It isn’t an ideal situation but looking forward at all the work coming out contractors and consultants are already running out of people to cover the design builds.  
Having worked on Corridor D where the people were so stretched there needs to be a way to handle non-testing as per our specifications.	Comment by Stanevich, Ron L: I also agree with Ted.. It seems we are talking about two different issues when testing is not performed, 1.  When no test is performed and DOH does test.
2.  When no test is performed and DOH does not do test.

We seem to bounce around between the two and it’s not always clear what we are talking about.
Test results can be email to the District Material Supervisor as a PDF. That has been signed in blue in the time frame stated above in Section 2.1.



.  If there is cases where final acceptance testing has shown that the product does not meet the Division’s criteria of acceptance and the contractor elects to rework the product with the approval of the Engineer, the cost of  any  additional acceptance testing done by the Division on the reworked product will be assessed to the contractor in the form of a deduction from the amount due the contractor.                      




The amount, or cost, for each additional acceptance test for the applicable item is listed in Table 9-1.

Also, Table 9-1 may be used as a guide for the amount, or cost, for deduction in those cases where additional acceptance samples are needed for final acceptance of a construction item resulting from a special investigation.


							Comment by Stanevich, Ron L: I think we should mention that at some times we may also need to simply not pay for material, and if we accept it and leave it in place we will only pay for labor and equipment but not the material cost.  As has been guidance by DC at times.	Comment by Chapman, Kelly A: Please read the revision to include the possible cost of not paying for the material.  The cost of each test on the table can be raised.  
Ronald L. Stanevich, PE
Director
Materials Control, Soils & Testing Division
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Table 1TABLE 9-1

COSTS FOR FAILING TO TEST OR SUBMIT
DOCUMENTATION FOR MATERIAL PLACEDADDITIONAL AND NON-TESTING COSTS




ITEM#				TEST						COST

207			IN-PLACE DENSITY (5 TESTS)		$140.00 ea	$700.00
			GRADATION (EACH TEST)					$700.00
			PLASTIC INDEX, LIQUID LIMITS				$700.00

212			IN-PLACE DENSITY (5 TESTS)		$140.00 ea	$700.00
			GRADATION (EACH TEST)					$700.00
307 & 308		IN-PLACE DENSITY (5 TESTS)		$140.00 ea	$700.00
			GRADATION (EACH TEST)					$700.00
			PLASTIC INDEX, LIQUID LIMITS

311			CRUSHED PARTICLE ANALYSIS				$700.00
			GRADATION (EACH TEST)					$700.00

401 & 402		CORING	(EACH CORE) PWL				$700.00
			PAVEMENT SMOOTHNESS 					$700.00
			(PER LANE MILE)						$700.00
			ASPHALT CONTENT FAILURES 				$700.00
			AIR VOIDS FAILURES					$7300.00

405			GRADATION (EACH TEST)					$700.00			
495			GRADATION (EACH TEST)					$700.00
 
601			ABAR (EACH TEST)					$700.00
			CYLINDER BREAK REPORT				$700.00
			PERMABILITY 						$700.00    
			AIR AND SLUMP TESTS					$700.00

603			GROUT BREAK REPORT (EACH TEST)			$700.00

604 			IN-PLACE DENSITY (5 TESTS)		$140.00 ea	$700.00
			GRADATIONS >60”  					$700.00

606			GRADATION (EACH TEST)					$700.00

614			CONCRETE TESTING					$700.00
			CYLINDER BREAK REPORT				$700.00
			GROUT CUBE TESTING					$700.00
			GROUT STRENGTH REPORT				$700.00

626			IN-PLACE DENSITY (5 TESTS)		$140.00 ea	$700.00
			GRADATION (EACH TEST)					$700.00
			PLASTIC INDEX, LIQUID LIMITS				$700.00

720			FAILURE TO RUN PROFILER				$700.00


If there is no means of acceptance, such as other tests that are a part of the material acceptance, the material cost will also be deducted from the estimate.




