Materials Procedures Committee Meeting

WVDOH MCS&T| Votes
Meeting Date: 7/30/20 190 Dry Branch Drive
Up for
MP Number Champion MP Title Vote? |MCST| CA | TED | OPP | EGR |Total
13 721.10.01 John Cummings Lockwheel Friction y y y y y
2% 615.20.00 George Hanna / Mark Ball Field Welding Qualitifactions y y y y y
3% 401.02.25 Dan Phipps CERTIFICATION OF ASPHALT SHIPPING TERMINALS y
4% 604.02.40 Suman Thapa INSPECTION & ACCEPTANCE PROCEDURES FOR PRECAST PCC y y y y y
5 106.00.03 Dan B " GUIDELINES FOR ESTABLISHING & MAINTAINING APPROVED
R an Brayac PRODUCT LISTS OF MATERIALS, SYSTEMS AND SOURCES M Yo P y
. . GUIDE FOR QUALITY CONTROL AND ACCEPTANCE PLANS FOR
o |RUIBED D Bt Wil i SUBGRADE, BASE COURSE, AND AGGREGATE ITEMS n
. . GUIDE FOR QUALITY CONTROL PLANS
&6b  |401.03.50 Dave Matics, Mike Mance FOR ASPHALT CONCRETE n
. . GUIDE FOR QUALITY CONTROL AND ACCEPTANCE REQUIREMENTS
&6 601.03.50 Dave Matics, Mike Mance FOR PORTLAND CEMENT CONCRETE n
&6d 717.04.21 Dave Matics, Mike Mance GUIDE FOR QUALITY CONTROL OF COMPACTION n
&7 711.03.23 Suman Thapa MIX DESIGN FOR PORTLAND CEMENT CONCRETE n
&8 700.00.56 Randy Shuman AGGREGATE SOURCE APPROVAL PROCEDURES n

*Up for Vote

&New




