
Materials Procedures (MP) Committee Meeting

October 26, 2022

Present: Adam Nester, David Withrow, Scott Evans, Shawn Jack, Dan Brayack, David Lipscomb,

Andrew Thaxton, Ted Whitmore, Steve Boggs, Janie Matics, John Crane, James Williamson,

Brandon Merritt, Calvin Ratchford, Dale Hill, CAWV, Donald Simmons, Donn Cyrus, Gary Mullins,

Jason Boyd, Jeremy Burchett, Jimmy Pritt, Matt Crum, Matthew Daly, Michael Perrow, Mike

Mance, Paul Williams, Paul Farley, Randall Cooper, Steve W, Suman Thapa, Vince Allison

Voting

MCS&T: Andrew Thaxton

Contract Administration: Matt Crum

Traffic: Ted Whitmore

Operations Division: Unavailable

Technical Support: Steve Boggs

100.00.03 Method of Evaluation of Non-Standard or Non-Conforming Materials in Construction

via DMIR

- ST-1s and DMIRs together, but Matthew Daly and Dan Brayack decided to split ST-1s and

DMIRs.

- Reviewed Section 105.3 of specifications, specifically contract modification and an

adjustment for pay.

109.00.20 Basis of Charges for Additional Testing

- Attachment 1: $300 to $700

Vote

MCST: Y

CA: Y

Traffic: Y

Ops:

TS: Y



401.02.28 Guide to Designing Hot-Mix Asphalt Using the Superpave Volumetric Design Method

- Table 2, page 5 has new changes

- Notes from Jamie Pennington on page 6.

Vote

MCST: Y

CA: Y

Traffic: Y

Ops:

TS: Y

401.02.29 Guide for Quality Control and Acceptance Requirements for Superpave Hot-Mix

Asphalt

- Testing ten percent of the time by the Division.

Vote

MCST: Y

CA: Y

Traffic: Y

Ops:

TS: Y

603.02.10 Guide for Approval of Component and Ship Loose Materials Pertaining to Precast and

Prestressed Concrete Items

- Referencing section from the Standard Specifications

Vote: Tabled

715.07.20 Standard Method of Test for Determining the Quality of Water Used with Hydraulic

Cement

- No additional comments.



Vote

MCST: Y

CA: Y

Traffic: Y

Ops:

TS: Y

702.01.20 Standard Method of Test for Determining the Percentage of Coal and Lightweight

Particles in Aggregate

- Referencing issues.

Vote: Tabled

601.11.20 Field Calibration and Operation of Rolling 3m Straight Edge on Bridge Decks

- Vince Allison spoke in Ben’s absence; graphic needs to be updated.

Vote: Tabled

401.07.21 Sampling Compacted Asphaltic Mixtures from the Roadway

- No additional comments.

Vote

MCST: Y

CA: Y

Traffic: Y

Ops:

TS: Y

401.07.23 Guide to Determining Interface Bond Shear Strength of Multi-Layered Asphalt

Pavement Specimens

- Remove celsius reference.



Vote

MCST: Y

CA: Y

Traffic: Y

Ops:

TS: Y

700.00.24 Nuclear Density Test by the Roller Pass Method

- No additional comments.

Vote

MCST: Y

CA: Y

Traffic: Y

Ops:

TS: Y

106.10.50 WVDOH Buy America Acceptance Guidelines

Explanation by DB.  No comments

109.00.21 Basis for Charges for Non-Submittal of Sampling & Testing Documentation by the

Established Deadline

Explanation by DB.  No comments

709.01.55 Criteria to Approve Plain Reinforcing Steel Bars Used in Concrete

- Adds NTPEP, explanation by Dave Lipscomb.  No comments


